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MIMMUmwCiIw

The Navy has historically relied on timber piling for marine construc-
tion but its use is in jeopardy. The failure of timber piling caused by
marine borers has been and continues to be a major concern. The cost of
timber piling included in new military construction projects in 1978 was
approximately $25 million in the United States (Ref 1). Because of infla-
tion, the current annual cost of all timber piling used in new military
construction and for repair of old structures in the United States and
overseas is likely near $50 million. As much as 50 percent of this cost
can be attributed directly to damage caused by marine boring organisms.
The development and widespread use of concrete bearing piles and recent
research into the use of prestressed concrete fender piling arise, in
part, from the shortcomings of timber piling. The continued use of timber
in the marine environment is contingent on the ability of wood to compete
with concrete.

The advantages of using wood in the marine environment include its
high strength, relatively low cost, resilience, convenient shape, low
conductivity, reliability, availability, and workability. The disadvan-
tages most often cited are its fixed size and limited durability. Con-
crete piling, in contrast, can be constructed in virtually any diameter
desired and are not significantly affected by marine boring organisms.
While wood cannot compete with massive concrete bearing piles for large
waterfront structures, the advantages of timber still make it a viable
option for bearing piles for smaller piers and for most fendering appli-
cations. The key to the continued usefulness of timber piling is an
effective method of assuring its durability. Such a method now exists.

In the past, the Navy has relied almost exclusively on pressure
treatment of timber with creosote to prevent marine borer attack. The
development of alternative chemical treatments such as pressure treatment
with water-borne arsenical salts or a combination of arsenicals and cre-
osote, are recent attempts to remedy the main problem of creosoted timber,
i.e., its susceptibility to the crustacean marine borer, Limnoria. These
alternative treatments, while effective in prolonging the life of timber,
are not without problems. Both alternative processes embrittle wood,
dual treatment is more costly, and microbial erosion and leaching even-
tually render all chemical systems ineffective. The continued reliance
on timber piling treated with water-borne salts or creosote (or both) is
questionable not only because of the reasons cited above but because the
continued use of these preservative systems is in jeopardy. Creosote
has been declared an oil by the Environmental Protection Agency (EPA)
and, thus, is subject to the same restrictions as other oils. The oil
film produced when a recently creosoted pile is driven is a reportable
violation of the Water Quality Act of 1971 (Ref 2). The EPA has further
declared creosote to be a toxic substance that is detrimental to the
environment and has banned over-the-counter sale of this preservative.



Those preservatives often used in lieu of, or with creosote, namely the
water-borne salts of copper, arsenic, and chromium, have also been subject
to criticism by the EPA and their continued use is questionable. Arsenic
used in antifouling paints has been barred because of adverse affects on
the marine environment and both copper and chromium salts are considered
suspect.

Despite the shortcomings of preservative-treated timber usage in
the marine environment and competition from alternative materials, there
will be a continued demand for timber piling in the forseeable future.
The present facilities constructed with timber piling are often repaired
by replacing the old timber pile with a new one. In addition, new con-
struction using timber piling is often relatively inexpensive because of
low capital costs. Even more important is the fact that alternatives to
chemical timber preservation now exist. Pile wrapping systems are an
inexpensive, effective means of eliminating marine borer damage and have
extended the durability of wood in the marine environment. These barrier
systems for protecting both new and old piling can make the difference
between high repair costs due to borer damage and virtually no borer
damage. Another advantage of wrapping treated piling is that leaching
of chemical preservatives is effectively eliminated, thus, rendering the
system more environmentally acceptable.

The economy of pile wrapping systems has been given considerable
attention in the past but the Navy is not yet widely using the systems.
Part of the reason for the limited use of wraps is that construction of
facilities is often not accompanied by a detailed analysis of future
repair requirements for timber piling and the relative costs of the
various repair options available. Too often, such repair options are
considered only when piling begin to fail and cost effective means of
protecting the piles are no longer available. By providing a detailed
economic analysis of the various chemical preservative and barrier system
options, we hope to make the reader aware of the potential savings avail-
able by using a pile wrapping plan during or immediately after construc-
tion. From a careful consideration of the arguments presented, the reader
can determine which timber preservation system and protection or repair
option best meets his requirement or, by comparing projected costs with
other material options, if using timber is even justified. Where treated
timber piling are already in place and deterioration has not reached the
point where wrapping is futile, the economic analyses presented remain
valid and using the pile wrapping program can be just as effective as a
program planned during construction.

PFESMRATION OPIONS

Chemical Preservatives

Chemicals currently used as preservatives for the Navy's timbers
and their application procedures are specified in MIL-P-23613C (Ref 3),
which, in turn, refers to specifications developed by the American Society
for Testing Materials (ASTM), American Wood Preservers Association (AWPA),
and the American Wood Preservers Bureau (AWPB). The maintenance standards
and the criteria and policies used in their application are summarized
in References 4 and 5.
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Navy specifications for chemical treatments for new piling depend
on the type and amount of borer damage at the installation site. Piling
pressure treated with creosote or creosote-coal tar solutions are recom-
mended where moderate borer activity from shipworms and boring clams
(Pholads) is present and where the wood boring crustacean, Limnoria is
absent. Piling pressure treated with a water-borne salt, either copper
chromium arsenate (CCA) or ammoniacal copper arsenate (ACA), are recom-
mended where Limnoria are a hazard and where Pholads are absent. Dual
treatment with a water-borne salt and creosote is recommended where both
Limnoria and Pholads are active.

The economics of using timber pile is dependent on the service life
of the piling. In general, boring activity within each site is directly
correlated with water temperature; pilings are subjected to greater attack
in warmer waters. Table 1 presents estimates of the useful life of chemi-
cally treated and wrapped piling. The actual useful life of the various
chemical treatments is dependent on the numbers and diversity of marine
borers, chemical leaching rates, and toxicity. These parameters are
affected by water temperature, geographic location, amount of oxygen
present, extent and type of pollution, salinity, harbor water circulation,
and amount and condition of submerged wood. The useful life of each
chemical treatment should be estimated on a site-by-site basis predicated
on long-term experience with the treatments in question. Unfortunately,
in many areas an estimate of the average life expectancy of even creosoted
piling is largely based on guesswork, but the large variance in borer
damage among piling with identical treatment and in the same general
location makes guesswork highly unreliable. Careful record keeping that
includes installation dates, treatment details, replacement dates, and
periodic inspection results for piling is vital for determining the average
piling useful life and the annual cost of piling employed. Of course,
where a particular treatment has never been tried, there are no efficacy
records available and the experience of others should be elicited. Al-
though each site is unique and should be independently evaluated, general
conclusions about the useful life of treated piling can be drawn from a
number of testing programs (Ref 6 through 19) and these form the basis
for the estimates given in Table 1.

Another factor rarely considered when determining the economics of
chemically treated piling is the effect of these treatments on the mechan-
ical properties of piling. Both resilience and strength of piling may
decrease after treatment (Ref 20, 21, and 22). The greatest loss of
mechanical properties is caused by dual treatment, followed by a single
treatment with water-borne salt; the least reduction of mechanical prop-
erties is caused by creosote treatment. A loss of strength increases
the number of piling required to meet load-bearing specifications and
increased brittleness makes both bearing and fender piles more suscep-
tible to breakage.

Barrier Systems

Polyvinyl chloride (PVC) is the most extensively used flexible bar-
rier. Initially developed in 1956, its use is designated in NAVFAC Spec-
ification TSM B10a (Ref 23). PVC wrap has been recomnended as a piling
protection method when cross-sectional area loss due to borers reaches
10 to 15 percent (Ref 24). That is satisfactory for fender piles but
bearing piles should be wrapped before damage occurs. This is
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especially important in tropical waters where piling can be completely
destroyed within 2 years after the onset of borer attack. Pilings are
first cleaned of fouling organisms and then wrapped from just below the
mudline to above the high water mark with sheets of 30-mil PVC. Because
of the solubility of PVC in creosote, 6-mil polyethylene liners are
placed between the piling and PVC when freshly creosoted timber is wrap-
ped. The PVC is tightened around the piling and secured in place. In
one patented system, the wrapping is tightened by wooden poles around
which the PVC is wrapped and turned by a ratchet wrench. In another
patented system, the PVC sheets are custom fitted and edges are joined
by a nylon zipper; additional tightening is secured by cinching up any
loose folds with straps.

The history of PVC wrapping can best be related by citing the records
of the Port of Los Angeles. Their experimental program, initiated in 1956,
was the first large-scale use of PVC wrapping. The success of the experi-
mental program in stopping borer activity led the Port to begin, in 1962,
the standard practice of wrapping all bearing piling with PVC. Over
10,000 piles were so treated. This ambitious program was stimulated by
the resurgence of marine borers as a consequence of successful attempts
to clear the harbor of pollutants that had previously kept the borer
populations in check. During this 30-year period the Port has maintained
records on the status of wrapped pilings. No other port in the nation
nor Naval installation has such an informative collection of pertinent
records.

The estimated useful life of PVC wrapped piling has been increasing
yearly with the continued success of the wrapped piling program conduc-
ted by the Port of Los Angeles. It was reported in 1978 (Ref 25) that,
despite the potential for damage by the more than 25 tons of floating
debris that is collected from the harbor daily, there has been no failure
of a wrapped pile. The relative absence of borer damage to wrapped piles
has been corroborated by more recent inspections of wrapped bearing piles
pulled to facilitate new construction (Ref 26). Between 1982 and 1983,
620 wrapped bearing piles were extracted. Sixty of these piles, most
wrapped with 30-mil PVC were randomly selected and evaluated for borer
damage. Each pile surface below the wrap had no visible living organisms
and the condition of the wood was in each case approximately the same as
its condition prior to wrapping. Since most of these piles were originally
wrapped in 1968, a service length of at least 15 years for PVC wraps was
established. Similar inspections completed in 1986 by the authors and
Port engineers have confirmed previous observations. In no case has there
been borer damage observed below intact wraps. Of the hundreds of piles
inspected, only one wrap was damaged enough to allow borer entry, and
another wrap did not adequately cover an attached bolt and thus borer
damage continued at that point only. The aluminum alloy nails used to
attach the wraps were still intact with little visible corrosion. Piling
that had previously sustained heavy damage (in some cases up to 30 percent
cross-sectional loss) did not deteriorate further after the wraps were
installed.

As yet, the piling wrapped when this program began in 1962 have not
been pulled and inspected. There is no reason to believe, however, that
inspection results will be any different than those described for piles
wrapped in 1968. These results establish at the Port of Los Angeles
that the service life of timber piling will be extended at least 24
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years if PVC wraps are used. An extended service life of 35 years or
more at the Port is probable. This estimate is also considered reliable
for warmer waters with greater borer damage potential (Ref 26).

PVC wraps for timber piling have been installed to date at a limited
number of military waterfront facilities (Table 2). Interviews with
facility engineers and inspection results at these sites have confirmed
the experience at the Port of Los Angeles; PVC wraps are an effective
means of preventing borer damage.

Polyethylene (PE) film has been extensively used since 1970 by the
Port of Los Angeles. Originally used as the initial wrap over creosoted
piling to protect PVC from dissolution by creosote, 20-mil thick PE has
been used without an overwrap of PVC since 1978 as a wrapping system for
new piles. Because of its relatively low resistance to abrasion, a 150-
mil high molecular weight PE jacket is usually installed in the inter-
tidal area for protection from floating debris. The application of PE
by a heat shrinking technique (developed and patented by the Port of
Los Angeles) is less expensive than PVC wraps and, unlike PVC, requires
no plasticizers (Ref 27). A major disadvantage is that heat-shrunk PE
cannot be used for in-place pile wrapping and is restricted to treating
new piles. An even greater disadvantage for the Navy is that the system
is not commercially available at the present time, but a "cold" wrap
system for in-place pile repair using PE is entirely possible. A number
of fender piles extracted and inspected in 1982 and 1983, and many of
the piles inspected in 1986 were wrapped with heat-shrunk PE. All of
these piles were in excellent condition. Thus, a confirmed estimate of
the useful life of PE-wrapped, creosoted piles is currently 8 years but
the probable useful life is 35 years or more.

Based on experience at the Port of Los Angeles, unwrapped creosoted
piling have a useful life span of about 10 to 15 years. Because of this
limited service life, an experimental program was initiated in 1985 using
untreated, PE-wrapped fender piles. It is expected that these tests of
piles wrapped before driving will demonstrate that chemical preservation
of wrapped piles is unnecessary and that the wrap is not unduly damaged
by driving.

Elastomeric polyurethane (PU) coatings are a relatively new concept
for timber piles but the operating principle is the same, i.e., PU pro-
vides a barrier to organisms and oxygen. PU coatings can be quickly and
easily applied to the desired thickness and require no attachment hard-
ware that can work loose or corrode after installation. PU coatings can
be formulated to cure underwater, and any breach of the coating can be
quickly and easily repaired. Polyurethane coatings were applied to 70
untreated fender piles in the Port of Los Angeles prior to driving in
1985. Thus, driving of PU-coated piles is feasible. Independent tests
with small panels (Ref 28) have shown that PU is not readily attacked by
boring organisms. PU coatings for untreated piling appear to have great
promise.

Perhaps the most enduring physical barriers are made of concrete.
In fact, in many new construction sites concrete has been selected in
lieu of wood, especially where heavy loading is anticipated. Prestressed
concrete fendering systems may also soon compete effectively with timber
fender piling. In addition, concrete can be used to encase timber piling
either before or after driving. The Port of Tacoma used the former
method in 1922 and the piling is still in excellent condition today.
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Thus, the proven useful life of concrete barriers for timber is now at
least 64 years. Concrete is, however, most commonly applied to repair
piling when the damage is in excess of 15 percent of the pile's cross-
sectional area. Concrete is also used as a replacement for damaged timber
piling. The capital investment for concrete repair of timber piling is
high, as much as ten times greater than the wrapping systems.

Metallic barriers offer protection against marine borers but their
use has been virtually eliminated because of the much lower cost of PVC
wrapping. The most common metal used was a 90:10 cupro-nickel alloy in
sheets 2 mils thick. The sheets were fastened to the piling with monel
or cupro-nickel nails. The copper does offer some antifouling activity
from the slow release of copper ions but this advantage is not of great
importance for piling. Because such metallic barriers are not econom-
ically feasible, they are not included in the cost analysis.

ECONOMIC ANALYSIS

The following economic analysis assumes that an effective inspection
program is followed and maintenance is performed on a timely basis. The
ideal frequency of marine timber piling inspections at each facility is
dependent on inspection costs and deterioration rates. Where the pile
deterioration rate is known, the most cost-effective inspection frequency
can be calculated (Ref 29). Where the deterioration rate has not been
determined, the data in Table 1 may be used in a similar manner to esti-
mate the most cost-effective inspection frequency. In general, inspec-
tions should be done more often in warmer waters where deterioration
rates are higher. Wrapped piling will require fewer inspections because
deterioration will effectively cease. Each inspection should follow the
guidelines developed by Brackett (Ref 30).

There are two categories of timber piling used for new construction
considered in this analysis: bearing and fender piles. The need for
repair or protection of all chemically treated piling is included in the
cost estimates. This makes these cost estimates useful for existing
piling where various options are being considered. Dolphin piling and
piling for seawalls are not considered as such, but the factors involved
are similar to fender and bearing piles, respectively. The preservative
options for each pile usage category include the presently recommended
chemical preservatives, creosote, water-borne salts, and dual treatment.
In addition, there are various barrier systems that can be effectively
employed, i.e., wraps made from PVC or PE, PU coatings, and concrete.

Various assumptions are made in this analysis. Details of these
assumptions as well as details of formula derivations are presented in
Appendix A. Costs and interest rates vary and may be different from
those assumed. All cost estimates are based on 45-foot Douglas-fir
piling. The reader is free to incorporate alternative cost estimates
into the formulae presented. The expected life of preservative treated
piling also varies and depends on the location. The analysis is thus
completed for an estimated life expectancy value for each preservative
treatment and for each geographic category as indicated in Table 1.
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learing Piles

The calculated average annual costs of installing timber bearing
piling are presented in Table 3 and Figures 1 through 4. Included are
the cost of treatment and repair or protection options for treated and
untreated piling installed in tropical, subtropical, temperate, and
polar locations. Costs for these piling depend on the treatment, the
method of repair or protection and the amount of time before the repair
is required, i.e., the durability of the original treatment. Protection
by wrapping with PVC is generally required about 2 years before either

pile replacement or repair by encasement with concrete and is, therefore,
compared on that basis in these tables. The installation of untreated
piling protected by PVC wrapping is included in these tables but is not
recommended because long-term testing has not yet demonstrated its effi-
cacy. The calculated annual costs of installing bearing piles wrapped
with PVC or PE or coated with PU before driving are:

Cost/Pile/Yr

Treatment ($)

None 112
Creosote 149
Arsenical Salt 170
Dual 202

Since such piling are not expected to need repair within 35 years of
installation in all geographical ca egories, only one set of cost values
are presented. This set of values can be compared with the calculated
costs of treated piling protected by barrier installation or replaced
but since long-term testing has also not proven the efficacy of prewrap-
ped or precoated systems they are not yet recommended.

The calculated costs presented in Figures 1 through 4 show that the
least expensive, proven approach to timber bearing piling installation
in all geographical areas is to use PVC wrapping after installing the
treated piling. The cost differences between piling protection with PVC
and repair by concrete encasement or replacement are greater in tropical
and subtropical areas because the protection or repairs must be accom-
plished sooner where biodeterioration rates are higher. The greater
durability of treated timber in cooler waters reduces the calculated
annual costs because of the deferment of maintenance costs. In tropical
and subtropical areas, installing creosoted or arsenical treated bearing
piles, to be subsequently protected by PVC wrapping, results in comparable
annual costs. In contrast, dual treatment is more expensive. In temperate
and polar areas, the least expensive approach is to install creosoted
piling protected by PVC wrap.

Although not yet recommended because of the absence of data from
long-term studies, the use of untreated timber either prewrapped or pre-
coated before driving or wrapped shortly after driving appears to offer
significant economic advantages. For all geographical areas, that advan-
tage is an approximate 20 percent reduction of costs compared to the
wrapping or coating of creosoted timber. There is little difference
between the calculated annual cost of untreated, prewrapped or precoated
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bearing piling and untreated piling fitted with a wrapping system after
installation. The advantage of prewrapped piling is that there is no
chance that the required protection will be delayed after installation.
Any such delay could prove disastrous. Therefore, if in the future the
use of untreated, wrapped piling is a viable option, the most likely
recommended procedure would be to wrap or coat the piling before driving.

Fender Piles

The annual cost of fender piling is complicated by breakage. The
calculations include the annual expense incurred bythis breakage and
take into consideration that a diminishing number of the original piling
will be attacked by borers. In all cases, greater breakage rates result
in greater costs. Where the breakage rate results in an expected life
of the piling less than that expected because of borer damage, that por-
tion of annual cost estimates due to biodeterioration are necessarily
excluded. In these calculations, the breakage rates of all treated pil-
ing are assumed to be the same. That may or may not be tne case. The
increased brittleness of salt treated piling may increase breakage rates.

The annual cost of installing fender piling (Table 4; Figures 5
through 8) is dependent on geographical location, pile treatment, repair
or protection method, and annual breakage rate. The installation of
untreated fender piling, while included in Table 4, is not recommended
because long-term testing of untreated fender piling, like untreated
bearing piling, has not yet been completed. The installation of fender
piles prewrapped with PVC or PE or precoated with PU (Table 5) is also
not currently recommended for the same reason. These options may be
available in the future, however, and cost estimates for untreated pil-
ing are presented for comparison with currently proven systems.

Figures 5, 6 and 7 indicate that the least expensive, proven system
for fender piling installation and maintenance in tropical, subtropical,
and temperate areas and where breakage is less than 10 percent, is the
arsenical treated piling protected by PVC wrapping when required. In
polar regions the costs of arsenical treated and creosoted piling pro-
tected by PVC wrapping are comparable for all breakage rates (Figure 8).
Replacing fender piles is more expensive than protecting piles by PVC
wrapping in all areas where the need for piling maintenance due to marine
borer damage is not eliminated by pile breakage. Of course, if the break-
age rate is high enough and the chemical treatment good enough to prevent
borer damage before breakage occurs, than the logical option is to replace
the broken piles.

The use of untreated, wrapped or coated fender piling, like untreated
bearing piling, is not yet recommended because of the lack of long-term
testing, but there is a potential economic advantage. In all areas the
calculated annual cost of untreated fender piling protected by wrapping
is about 10 percent less than the calculated annual cost of treated fend-
er piling protected by PVC wrapping. In polar areas the greatest savings
is affected by wrapping untreated fender piling after the onset of borer
damage. This savings results directly from the greater durability of
untreated timber in colder waters and the delay in required capital expen-
ditures for maintenance. In all other areas, prewrapped or precoated

piling is the least expensive option for untreated piling.



CONCIJSIONS

1. Creosote, the currently preferred preservative for timber piling in
the marine environment, is environmentally suspect and is relatively
ineffective against the marine borer Limnoria.

2. Arsenical salts, chemical alternatives to creosote, are also environ-
mentally suspect, embrittle wood, and may adversely affect its strength.

3. Polyvinyl chloride (PVC) wrap has been conclusively demonstrated by
long-term, extensive use at the Port of Los Angeles to be a highly effec-
tive means of preventing further marine borer damage to creosoted piling.
PVC wrap has extended the useful life of creosoted piling 24 years and
will likely extend it more than 35 years.

4. Polyethylene (PE) wrap has been demonstrated at the Port of Los Angeles
to be a highly effective means of preventing further marine borer damage
to creosoted piling. The PE wrap has extended the useful life of creosoted
piling 8 years and will likely extend it more than 35 years.

5. Initial investigations at the Port of Los Angeles have shown that
driving timber either prewrapped with PVC or PE or precoated with poly-
urethane (PU) is feasible and may offer economic advantages to wrapping
after installation.

6. Greater savings may be realized by wrapping or coating untreated tim-
ber piling. Long-term monitoring of 140 such piling recently installed
at the Port of Los Angeles is required before conclusions can be made on
its borer resistance.

7. The relative costs of timber piling chemical preservation and mainte-
nance options are dependent on geographical location; piling in warmer
water are generally more expensive because of greater borer damage.

8. Our economic analysis indicates that the least expensive, proven
approach for timber bearing piling is to protect chemically treated pil-
ing (creosoted piling in temperate and polar regions, and either creosoted
or arsenical-treated piling in tropical and subtropical regions) with PVC
wraps after piling installation.

9. Our economic analysis also indicates that the least expensive, proven
approach to timber fendering is to use PVC wrap protection after instal-
ling chemically treated piling (arsenical treated piling in tropical and
subtropical regions and either creosoted or arsenical treated piling in
temperate and polar regions).

10. In tropical and subtropical areas, where repairs of chemically treated
piling are soon required, it may be advisable to install prewrapped,
treated bearing piling to avoid potentially catastrophic delays in wrap-
ping.

9



'RKCOhhIKNATIONS

1. Periodically inspect marine timber piling at all Naval facilities
for marine borer damage. In general, ideal inspection frequencies are
greater in warmer, unpolluted waters and decrease with decreased temper-
atures and increased pollution.

2. If inspections indicate borer damage is 30 percent or less, the bear-
ing pile may be wrapped from the mudline to the high tide mark with PVC.
The load-bearing capacity of the whole structure must be considered.
Wrapping the fender piling depends on breakage and borer damage rates.

3. Include a specific plan for bearing pile wrapping with either PVC or
PE for all new construction in all geographical areas using timber bearing
piles.

4. Include a specific plan for fender pile wrapping with PVC for all
new construction in tropical, subtropical, and temperate areas, where
the estimated annual breakage rate is less than 10 percent.

5. Bearing piling should be wrapped during construction in tropical and
subtropical areas except where an economic analysis has shown that wrapping
bearing piling after borer damage becomes evident costs significantly
less. In the latter case, a specific inspection and wrapping plan must
be implemented immediately after construction.

6. Where it is advisable to prewrap creosoted piling for new construc-
tion, 20-mil thick PE is preferred and must extend from below the mudline
to the high tide mark. The intertidal area should be further protected
by encasement with a 150-mil thick, high molecular weight, PE jacket.

7. Either PE or PVC can be used to prewrap arsenical treated piling for
new construction.

8. When advisable to wrap bearing piling after construction, PVC is
preferred and should be used before 5 percent damage occurs and must
extend from below the mudline to the high tide mark.

9. Specifications based on performance criteria for wrapping systems
for timber piling should be developed to assure maximum service life.
The experiences of the Port of Los Angeles would be very helpful in this
regard.

10. Continued research into the use of wrapped or coated timber piling
untreated with chemical preservatives should be a high priority. Not
only is there a potentially large economic advantage over presently recom-
mended systems but the chemically untreated, PVC- or PE-wrapped or poly-
urethane-coated piling are environmentally sound.
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Table I. Estimated Average Useful Life of Marine Timber Piling

Treatment
Geographical

Area None Creosote Arsenical Dual PVC or
Salt PE Wrap

Tropical 2a  7 15 25 35
Subtropical 3 10 20 30 35
Temperate 6 15 25 35 35
Polar 10 25 35 35 35

aAll numbers = years.

Table 2. Navy and Coast Guard Sites with PVC-Wrapped Timber Piling

Location Contact

U.S. Navy

Pier Mr. Lester Malen
Santa Cruz Island, CA Deputy Staff Civil Engineer

Code 00-3
Navy Pacific Missile Test Center
Point Mugu, CA

Camp Nimitz Bridge Mr. Bill Thornton
San Diego, CA Mooring Engineer

Naval Public Works Center
San Diego, CA

U.S. Coast Guard

Pier Mr. Hux
Newport Beach, CA Civil Engineer

Coast Guard Civil Engineering
Pier District Office
Terminal Island, CA Long Beach, CA

Pier Mr. Bud Morris
Ketchikan, AK Civil Engineer
(experimental only) Coast Guard Civil Engineering

District Office
Juneau, AK

Depot Pier Mr. Frank Mineo
Corpus Christi, TX Civil Engineer

U.S. Coast Guard
Corpus Christi, TX
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Table 3. Calculated Average Annual Costs of Marine Timber Bearing
Piling Treatment and Repair Options in All Areas

Repair Option ($/Pile/Yr) for--
Area Treatment

PVC Pile Concrete
Wrap Replacement Encasement

Tropical None 126 1,223 493
Creosote 146 414 385
Arsenical Salt 148 234 276
Dual 169 199 220

Subtropical None 122 805 456
Creosote 138 293 318
Arsenical Salt 142 189 221
Dual 166 184 198

Temperate None 112 391 362
Creosote 130 205 241

Arsenical Salt 138 165 187
Dual 165 176 185

Polar None 102 231 273
Creosote 121 144 164
Arsenical Salt 134 144 153
Dual 165 176 185
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Table 4. Calculated Average Annual Costs of Marine Timber Fender
Piling Treatment and Repair Options in All

Repair Option ($/Pile/Yr) for--
Area Treatment

No Breaea 5% Broken/Yr 10% Broken/Yr
Wrap Replace Wrap Replace Wrap Replace

Tropical None 126 842 206 861 286 880
Creosote 139 310 228 349 317 388
Arsenical Salt 124 170 212 229 300 300
Dual 136 151 235 235 340 340

Subtropical None 122 563 201 585 279 607
Creosote 132 230 220 277 308 324
Arsenical Salt 118 143 207 212 300 300
Dual 133 143 235 235 340 340

Temperate None 112 287 187 318 262 348
Creosote 124 170 212 229 300 300
Arsenical Salt 115 129 205 205 300 300
Dual 132 138 235 235 340 340

Polar None 102 180 175 220 248 260
Creosote 115 129 205 205 300 300
Arsenical Salt 112 117 205 205 300 300
Dual 132 138 235 235 340 340

Table 5. Calculated Annual Costs of Marine Fender Piling
Wrapped with PVC or PE or Coated with PU Before
Driving

Costs ($/Pile) for--
Treatment

No Breakage 5% Broken/Yr 10% Broken/Yr

None 110 205 300
Creosote 140 250 360
Arsenical Salt 140 250 360
Dual 160 280 400
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Appendix A

ANNUAL COST ESTIMATE FORMULAE WITH ASSUMPTIONS

Various assumptions are made in this analysis. Costs and interest
rates vary and may be different from those assumed here. The reader is
free to incorporate alternative cost estimates into the formulae presented.
The expected life of preservative-treated piling also varies dependent
on location. The analysis is thus completed for the range of life expec-
tancy values for each preservative treatment and for each geographical
area as indicated in Table 1. No analysis is completed for useful life
values greater than 35 years because of the increasingly small additional
amortized costs beyond that amount of time.

The following nomenclature and assumptions are used for the various
models:

AC = Annual cost

i = Interest rate is 10%

Cn  = Capital cost of an untreated 45-foot pile is $800

Ct  = Capital cost of a creosoted or arsenical-treated pile
is $1100

Cd  = Capital cost of a dual-treated pile is $1300

Ctw = Capital cost of a single-treated pile prewrapped with PVC
or PE or precoated with PU is $1400

Cdw = Capital cost of a dual-treated pile prewrapped with PVC
or PE or precoated with PU is $1600

C = Capital cost of an untreated pile prewrapped with PVC or
w PE or precoated with PU is $1100

A = Cost of wrapping a pile after installation is $450W

A = Cost of encasing the pile with concrete is $5000

Rb  = Cost of reinstallation of a timber bearing pile is $1600
(does not include piling cost)
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Rf = Cost of reinstallation of a timber fender pile is $800
(does not include piling cost)

T = Estimated useful life of an untreated pile (Table 1)
n

Tt = Estimated useful life of a treated pile (Table 1)

Td= Estimated useful life of a dual-treated pile (Table 1)

T = Estimated useful life of a wrapped or coated pile is 35 yearsV

T = Estimated number of years before repair by wrapping is
required (2 years less than indicated in Table 1)

F = Added cost factor due to decreased strength of creosoted
c timber is 1.05

F = Added cost factor due to decreased strength of arsenical-
a treated timber is 1.2

Fd = Added cost factor due to decreased strength of dual-treated

timber is 1.25

B = Percentage of fender piles broken per year is 0, 5, or 10

Annual cost estimates for the various options are developed using
the above assumptions and generally follow the arguments presented in
Reference 31. The formulae developed consider the different points in
time when capital expenditures are necessary. This is done by assuming
that each policy will be followed indefinitely. With this assumption
the cost per year of the initial capital investment is simply the
original cost x interest rate. The added cost per year for maintenance
is determined by discounting all costs during one repair or replacement
cycle back to the present and then calculating the equivalent uniform
annual payment over that cycle time. The general form of the equation
thus becomes:

AC = Ci + (C + R) [ i(l +t2
(I+I) 

-]

1 is the present worth factor and t is the

where + amount of time required before maintenance
I4 is required.

+ it2 is the capital recovery factor and t is

and (the expected useful life of the repair or
(1 + i) 2 1 replacement

A-2

,.w.air-



The following formulae are presented in the order used in the various

tables.

Untreated Bearing Piles Repaired by Replacement:T T~t
AC = Ci + (C + db  ] T

(I+ i) n-

Untreated Bearing Piles Protected by Wrapping with PVC:

T T

(Ar nI( + i) w 1AC = C-i + (A il + i
n w I 1+1)_1 -1]

Untreated Bearing Piles Repaired by Encasement in Concrete:

T

AC = C n i + (A.)

Creosoted Bearing Piles Repaired by Replacement:

AC = F Cti + (Ct + R i(1 + i)
Ib +(1 + i) T t

Creosoted Bearing Piles Protected by Wrapping with PVC:

AC = F + (A ) [ + (A i: T
c - w 1 + il ( I + i ) wT I

Creosoted Bearing Piles Repaired by Encasement in Concrete:

AC = Fc jCt.i + (A) j

Arsenical-Treated Bearing Piles Repaired by Replacement:
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1 (+ )
AC = Fa C i + (C + Rb) i( + )

a t* t b W+'-11 (1 +i) T I

Arsenical-Treated Bearing Piles Protected by Wrapping with PVC:

Tt T
[ _ [Tt ]

AC = F {Ct*i + (A) ici + i

(1 + i) ( - 1

Arsenical-Treated Bearing Piles Repaired by Encasement in Concrete:

AC = F {Ct i + (Ac)[ 1

Dual-Treated Bearing Piles Repaired by Replacement:

[ Td
AC = Fd Cdd + (Cd + Rb) + i- T -1+) * Td - 1

Dual-Treated Bearing Piles Protected by Wrapping with PVC:

AC = F Cd.i + (A) T- i + i)T
Fd d w [l+ iJ+i T , J(1l+ i) w

Dual-Treated Bearing Piles Repaired by Encasement in Concrete:

AC = Fd .i + (Ac )[ 1

Untreated, Prewrapped, or Precoated Bearing Piles Repaired by Rewrapping:

AC = C w-i  + (A) + T

+ f) w -
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Creosoted, Prewrapped or Precoated Bearing Piles Repaired by Rewrapping:

AC = F {C -i + (A ) [ I (I+i

Arsenical-Treated, Prevrapped or Precoated Bearing Piles Repaired by
Rewrapping:

AC = F ICt-i + (A) T ~ + T]}w

Dual-Treated, Prewrapped or Precoated Bearing Piles Repaired by Rewrapping:

AC = Fd {C -i + (A ) [1 T I T]}+

Untreated Fender Piling Repaired by Replacement:

T [T
AC = C *i + (Rf + C )(I - 0.8-t .B)[1 ~ ~ " ~ [ +. ~) I

+ B(R f + C )

Untreated Fender Piling Protected by Wrapping with PVC:

AC = C~ *i + (A )(I - 0.8 t~ B)[j{j +I

+ B(R f + C n)

Treated Fender Piling Repaired by Replacement:

T t ( )T

AC = C t'i + (R f + C~ )(M - 0.8-t t.B) 1 - ~ 11 + *)

jI+ 1) -

+ B(R f + Ct)
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Treated Fender Piling Protected by Wrapping with PVC:

T Ti

AC - Cti + (A )(1 - 0.8.tt.B) + T B(Rf + C)
( +i) - 1]

Dual-Treated Fender Piling Repaired by Replacement:

AC - Cd*i + (Rf + Cd)(l - 0.8.td B) [ +Td
II+Td Td(1 + i) - 1

+ B(Rf + Cd)

Dual-Treated Fender Piling Protected by Wrapping with PVC:

AC = Cd'i + (Aw)(1 - O.8 .Td.B) :T + B(Rf + Cd)
(+ i) w-

Untreated, Prewrapped or Precoated Fender Piles Repaired by Rewrapping:

T T1

AC C-i + (A)(1 - 0.8.TB) I (I + i)T + B(Rf + )

J i +i) w - 1]

Creosoted or Arsenical-Treated, Prewrapped or Precoated Fender Piles
Repaired by Rewrapping:

AC = Cti + (Aw)(O 0.8"T *B) l +) + B1 R + Ct)

tw' 1 + i l i)w f tw

Dual-Treated, Prewrapped or Precoated Fender Piles Repaired by Rewrapping:T I  T I
AC C i + (A)(l- 0.8.T B) I-iT +i) + B(R + C )

dv* w v 1 + [(1+ T) d
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LOS ANGELES COUNTY Rd Dept (J Vicclja). Los Angeles. CA
MAINE MARITIME ACADEMY Lib. Castine. ME
MICHIGAN TECHNOLOGICAL UNIVERSITY CE Dept (Haas). Houghton. MI
MIT Engrg Lib. Cambridge. MA: Lib. Tech Reports. Cambridge. MA
NEW MEXICO SOLAR ENERGY INST. Dr. Zwibcl. Las Cruces. NM
NEW YORK-NEW JERSEY PORT AUTH R&D Engr (Yontar). Jersey City. NJ
NY CITY COMMUNITY COLLEGE Library. Brooklyn. NY
OREGON STATE UNIVERSITY CE Dept (Grace). Corvallis. OR: CE Dept (flicks). Corvallis. OR:

Oceanography Scol. Corvallis. OR
PENNSYLVANIA STATE UNIVERSITY Rsch Lab (Snyder). State College. PA
PORT SAN DIEGO Proj Engr. Port Fac. San Diego. CA
PURDUE UNIVERSITY CE Scol (Altschaeffl). Lafayette. IN: CE Scol (Leonards). Lafayette. IN: Engrg Lib.

Lafayette. IN
SAN DIEGO STATE UNIV. CE Dept (Noorany). San Diego. CA
SEATTLE UNIVERSITY CE Dept (Schwaegler). Seattle. WA
SOUTHWEST RSCH INST J. Hokanson. San Antonio. TX: R. DeHart. San Antonio TX
STATE UNIV OF NEW YORK CE Dept (Reinhorn). Buffalo. NY: (E Dept. Buffalo. NY
TECH UTILIZATION K Willinger. Washington. DC
TEXAS A&I UNIVERSITY Civil & Mech Engr Dept. Kingsville. TX
TEXAS A&M UNIVERSITY CE Dept (Ledbetter). College Station. TX: CE Dept (Niedzwceki). College

Station. TX; Ocean Engr Proj, College Station. TX
UNIVERSITY OF ALASKA Biomed & Marine Sci Lib. Farbanks. AK
UNIVERSITY OF CALIFORNIA CE Dept (Gerwick). Berkeley, CA: CE Dept (Taylor). Davis. ('A: Marine

Rsrs Inst (Spiess). La Jolla. CA
UNIVERSITY OF DELAWARE Engrg Col (Dexter). Lewes. DE
UNIVERSITY OF HAWAII Library (Sci & Tech Div). Honolulu. HI: Occan Engrg Dept (Ertckin). Honolulu.

HI
UNIVERSITY OF ILLINOIS Arch Scol (Kim). Champaign. IL: CE Dept (W. Gamble). Urbana. IL: Library.

Urbana, IL; M.T. Davisson. Urbana. IL. Metz Rcf Rm. Urbana. IL
UNIVERSITY OF MASSACHUSETTS ME Dept (Heroncumus). Amherst. MA
UNIVERSITY OF MICHIGAN CE Dept (Richart). Ann Arbor. MI
UNIVERSITY OF NEBRASKA-LINCOLN Polar Ice Coring Office. Lincoln. NE
UNIVERSITY OF NEW MEXICO NMERI (Falk). Albuquerque. NM: NMERI (Lcigh). Albuquerque. NM
UNIVERSITY OF RHODE ISLAND CE Dept (KW Lee). Kingston, RI
UNIVERSITY OF TEXAS AT AUSTIN Breen. Austin. TX: CE Dept (Thompson). Austin. TX: ECJ 5.4(

(Friedrich). Austin. TX. ECJ 5.40)2 (Tucker). Austin. TX
UNIVERSITY OF WASHINGTON CE Dept (Mattock). Seattle. WA
UNIVERSITY OF WISCONSIN Great Lakes Studies. Ctr. Milwaukee. WI
VENTURA COUNTY Deputy PW Dir. Ventura. CA: PWA (Brownie). Ventura. CA
WESTERN ARCHEOLOGICAL CENTER Library. Tucson AZ
ALFRED A YEE DIV L.A. Daly. Honolulu. HI
AMERICAN CONCRETE INSTITUTE Library. Detroit, MI
AMETEK OFFSHORE RSCH Santa Barbara. CA
APPLIED SYSTEMS R. Smith. Agana. Guam
ARVID GRANT & ASSOC Olympia. WA
ATLANTIC RICHFIELD CO RE Smith. Dallas. TX
BABCOCK & WILCOX CO. Tech Lib. Barberton. OH
BATTELLE D Frink. Columbus. OH: New Eng Marine Rsch Lab. Lib. Duxbury. MA
BECHTEL NATL. INC Woolston. San Francisco. CA
BETHLEHEM STEEL CO. Engrg Dept (Dismuke). Bethlehem. PA
BROWN & ROOT Ward. Houston. TX
CANADA Viateur De Champlain. D.S.A.. Matane. Canada
CHEMED CORP Dearborn Chem Div Lib. Lake Zurich. IL
CLARENCE R JONES. CONSULTN. LTD Augusta. GA
COASTAL SCI & ENGRG C Jones. Columbia. SC
COLUMBIA GULF TRANSMISSION CO. Engrg Lib. Houston. TX
CONSTRUCTION TECH LABS, INC Dr. Corley. Skokie. IL
CONTINENTAL OIL CO 0. Maxson. Ponca City, OK
KLING-LINDQUIST. INC M Garlich. Chicago. IL
DILLINGHAM PRECAST (HD&C). F McHale. Honolulu. HI
DRAVO CORP Wright. Pittsburg. PA
EASTPORT INTL. INC Mgr (JH Oshorn). Ventura. CA



ENERCOMP H. Arnistadi. Brunswick. ME
EVALUATION ASSOC. INC MA Fedeke. King ol Prussia. PA
GENERAL DYNAMICS Dept 443 (Del-cone). Groton. (1
GEOTECHNICAL ENGRS. INC Murdock. Winchester. MA
GLIDDEN CO. Rsch Lib. Strongsv'ille. OH
GOULD INC. Ches lnstru Di%. Tech Lib. Gien Burnie. MID
HALEY & ALDRICH. INC. HP Aldrich. Jr. C'ambridge. MA
HUDSON MARITIME SVCS. LITD Harter. Philadelphiai. PA
KTA-TATOR. INC Pittsburg, PA
LIN OFFSHORE ENGRCG P. (Chow. San Francisco (CA
LINDA HALL LIBRARY Doe Dept. Kansas City. MO
M.C.D. F. Marek. Orangevale. (CA
MARATHON OIL ('0 Houston rx
MARINE CONCRETE STRUCtfURES IN(C. W.A. Ingraham. Nictairie. L.A
MARITECH ENGRG Donoghue. Austin. TX
MOBAY CORP-PLASTICS M Kocak. Pittsburg. PA
MOBIL R & D CORP Offshore Eng Library'. Dallas.TX
MOFFATIT & NICHOL ENGRS R Palmer, Long Beach. ('A
MUESER RUTHLEDGE. CONSULINGi ENGRS New% York. NY
NEW ZEALAND NZ C'oncrete Rsch Assoc. 1.ibrarv. Porirua
PROF SVCS INDUSTRIES. INC' Dir. Roofs (L-yons). Ilouston. TX
PACIFIC MARINE TECHNOLOGY (M. Wagner) IDuvall. WA
PRC ENGRG. INC Schranmm. Chicago. IL
RAYMOND INTL. INC Soil Tech Dept (E Colic). Pennsauken. NJ
SAUDI ARABIA King Saud Univ. Rsch ('en. Rivyadfi
SEATECH C'ORP Peroni. Miami. FL
SHELL OIL CO E&P Civil Engrg. Houston. IX
SIMPSON. GUMPERTZ & HEGER, INC' E HJill. CE. Arlington. MIA
KLING-LINDOUIST. INC Radwan. Philadelphia. PA
TEXTRON. INC' Rsch ('en Lib. Buffalo. NY
TIDE WATER ('ONSIR ('0 J FowlIer. Virginia Beach. VA
TILGHMAN STREET GAS PLANTr E. Sreas. (Chester. PA
IREMCO. INC M Raymond. ('leveland. 011
WESTINGHOUSE ELECTRIC CORP. Library. Pittsburg. PA
WISS. JANNEY. EI.STNER. & ASSOC lW Pieiler. Northbrook. 1I.
WOODWARD-CLYDE ('ONSULT'ANTS R ('ross. Walnut (Creek. (CA: R D)ominL'ue/. 1houston. "IX: W Reg,

Lib. Walnut (Creck. ('A
YOUTSEY. DJ Architect. Kansas (*it\. KS
BESIER. RF C'E. Old Saybrook. CT
BRADFORD ROOFING 1' R~an. Billings. Nil
BULLOCK. TE L-a C'anada. (CA
CHIAO. J(' Houston. TX
D)E PALMA. J R Picayune. MS

DOBROWOLSKI. JA Altadena. (CAI
HIANDLEY. DM Gulf Breeze. Fl-
HIAYNES. B. Austin. TX
HIRSCH & ('0 L Hirsch. San Dieg~o. ('A
KLEIGER. PAUL CE. Northbrook. IL1.
LAYTON, IA Redmond. WA
MERMEI.. 'LW Washington. DC
PAULL.I DC( Silver Spring. Nil)
PETIERSEN. ('AI N.W. Pleasanton. C'A
PRESNELL ASSOC. INC' D6U PresneL Jr. ILoui%%il. KY
QUIRK. J Panama City. FL
SETIINESS. Di Austin. 'IX
SPIELVOGEL. L. Wyncote. PA
STEVENS. TW Long Beach. MS

VAN ALLEN. B Ktngston. NYI

IFI



INSTRUCTIONS

The Naval Civil Engineering Laboratory has revised its primary distribution lists. The bottom of the !abel
on the reverse side has several numbers listed. These numbers correspond to numbers assigned to the list of
Subject Categories. Numbers on the label corresponding to those on the list indicate the subject category and
type of documents you are presently receiving. If you are satisfied, throw this card away (or file it for later
reference).

If you want to change what you are presently receiving:

" Delete - mark oft number on bottom of label.

* Add - circle number on list.

* Remove my name from all %,our lists - check box on list.

* Change my address - line out incorrect line and write in correction (PLEASE ATTACH LABEL).
* Number of copies should be entered after the title of the subject Categories you select.

Fold on line below and drop in the mail.

Note: Numbers on label but not listed on questionnaire are for NCEL use only, please ignore them.

W

Fold on line and staple.

DEPARTMENT OF THE NAVY
POSTAGE AND FEES PAID

NAVAL CIVIL ENGINEERING LABORATORY DEPARTMENT OF THE NAVY
PORT HUENEME. CALIFORNIA 93043-5003 DOD-ate 1 1

OFFICIAL BUSINESS
PENALTY FOR PRIVATE USE. $200
I IND-NCE1L.2700/4 (REV. 12-73)

OSiO-.-IL7O0044

Commanding Officer
Code L Bn
Naval Civil Engineering Laboratory
Port Hueneme, California 93043-5003
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DISTRIBUTION QUESTIONNAIRE

The Naval Civil Engineering Laboratory is revising its primary distribution lists.

SUBJECT CATEGORI ES 28 ENERGY/POWER GENERATION
29 Thermal conservation (thermal engineering of buildings. HVAC

I SHORE FACIMTIES systems, energy loss medsurement, power generation)
2 Construction methods and materials (including corrosion 30 Controls and electrical conservation (electrical systems.

control, coatings) energy monitoring and control systems)
3 Waterfront structures (mantenance/deterioration control) 31 Fuel flexibility (liquid fuels, coal utilization, energy
4 Utilities (including power conditioning) from solid waste)
5 Explosives safety 32 Alternate energy source (geothermal power, photovoltaic
6 Aviation Engineering Test Facilities power systems, solar systems, wind systems, energy storage
7 Fire prevention and control systems)
8 Antenna technology 33 Site data and systems integration (energy resource data. energy
9 Structural analysis and design (including numerical and consumption data, integrating energy systems)

computer techniques) 34 ENVIRONMENTAL PROTECTION
10 Protective construction (including hardened shelters. 35 Solid waste management

shock and vibration studies) 36 Hazardous/toxic materials management
11 Soil/rock mechanics 37 Wastewater management and sanitary engineering
13 BEG 38 Oil pollution removal and recovery
14 Airfields and pavements 39 Air polhotion
15 ADVANCED BASE AND AMPHIBIOUS FACILITIES 44 OCEAN ENGINEERING
16 Base facilities (including shelters, power generation, water supplies) 45 Seafloor soils and foundations
17 Expedient roads/airfields/bridges 46 Seafloor construction systems and operations (including
18 Amphibious operations (including breakwaters, wave forces) diver and manipulator tools)
19 Over-the-Beach operations (including containerization, 47 Undersea structures and materials

materiel transfer. lighterage and cranes) 48 Anchors and moorings
20 POL storage, transfer and distribution 49 Undersea power systems, electromechanical cables.

and connectors
50 Pressure vessel facilities
51 Physical environment (including site surveying)

52 Ocean-based concrete structures
'3 Hyperbaric chambers
54 Undersea cable dynamics

TYPES OF DOCUMENTS

85 Techdata Sheets 86 Technical Reports and Technical Note% 82 NCEL Guide & Updates None-

83 Table of Contents & Index to TDS 91 Phsical Security remove my name

% %i

'if..



1

PLEASE HELP US PUT THE ZIP IN YOUR
MAIL! ADD YOUR FOUR NEW ZIP DIGITS
TO YOUR LABEL (OR FACSIMILE),
STAPLE INSIDE THIS SELF-MAILER, AND
RETURN TO US.

(fold here)

DEPARTMENT OF THE NAVY
POSTAGE AND FEES PAID -W I

NAVAL CIVIL ENGINEERING LABORATORY DEPARTMENT OF THE NAVY
PORT HUENEME, CALIFORNIA 93043-5003 DOD-S MAIL

OFFICIAL BUSINESS
PENALTY FOR PRIVATE USE. 300

1 IND*NC[.L2700/4 (REV. 12-73)
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Commanding Officer
Code L08B
Naval Civil Engineering Laboratory
Port Hueneme, California 93043-5003
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